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                                DEPARTMENT OF THE NAVY        COM (717) 605-4356
                             NAVAL INVENTORY CONTROL POINT               DSN  430-4356

                         
700 ROBBINS AVENUE                      5450 CARLISLE PIKE - PO BOX 2020           FAX (717) 605-6922
               

PHILADELPHIA  PA  19111-5098      MECHANICSBURG PA   17055-0788










   IN REPLY REFER TO:










   4855










   8452/XXX









   DATE 200X
From:  Commander, Naval Inventory Control Point (NAVICP)

To:    Commander, Defense Contract Management (DCM)


  (CMO NAME)
Subj:  LEVEL I/SUBSAFE (LI/SS) SOURCE INSPECTION  

  

  N00104-0X-P-XXXX WITH (NAME of SUPPLIER) (CAGE CODE)

Encl:  (1) Quality Assurance Letter of Instruction (QALI)


  (2) QALI Acknowledgement

1. It is requested that enclosure (1) be implemented on the subject contract. Enclosure (1) is intended to supplement, not detract, from the Quality Assurance Representative’s (QAR) normal LI/SS inspection plan.

2. Enclosure (1) is being issued due to negative quality history in the area(s) specified in enclosure (1), except if the QALI is the NAVICP checklist for Radiography Test (RT).

3. The QAR is requested to complete enclosure (2) and return to NAVICP Code 8452 within 30 days from the date of this letter.

4. In accordance with DCMA Directive 1, chapter 4.1.1, The QAR is requested at the time of shipment to forward a copy of all inspection records associated with this QALI to:


Commander, Naval Inventory Control Point



ATTN: Floyd Hardy, Code 8452


PO Box 2020


Mechanicsburg PA 17055-0788

5. NAVICP-Mech point of contact is Floyd Hardy, Code 8452, 

717-605-6656 or DSN 430-6656

Email- floyd.hardy@navy.mil

Fax- 717-605-6922







 
H. J. Baker








By direction

Copy to: QAR,







(SupplierRTQali20)










   4855










   8452/098










   DATE 200X
LI/SS QUALITY ASSURANCE LETTER OF INSTRUCTION

Contractor:
(NAME of SUPPLIER)(CAGE CODE)
Contract:

N00104-0X-P-XXXX
Item:

PRODUCT NOMENCLATURE - NSN XHDXXX-0X-XXX-XXXXXX
Attachment:  (1) Checklist for Radiography (RT) Film Package

1. General
   a. This QALI is intended to supplement DCMA inspection.

   b. Unless a 100% inspection is indicated for an inspection characteristic, sample inspect in accordance with the contract.

2. Definitions 

   a. The words listed below are used in this QALI and are defined here for clarity and consistency:


 (1) Perform – physically accomplish the test or inspection.

 
 (2) Witness – observe contractors performance of test or inspection.


 (3) Verify – review contractors documented evidence of test or inspection.

3. Inspection
   a. Inspection records shall be prepared in accordance with normal DCMA procedures. 

   b. Inspection records shall be identified to the item inspected with the heat/lot code, serial number (If applicable), nomenclature, and NSN and contract number. In addition, the applicable inspection attribute code(s) listed below shall be identified on the inspection record. A complete list of inspection attribute code definitions is listed in NAVSO P-3683B (Navy And Marine Corps Product Data Reporting And Evaluation Program (PDREP)), addendum A, section 2, page 66.

4. Suggestions for improvement to the RT Checklist are welcome.











Enclosure (1)










   4855










   8452/098










   DATE 200X
LI/SS QUALITY ASSURANCE LETTER OF INSTRUCTION

5. 07 – Radiography:  Perform 100% inspection on all RT film for 



  quality and conformance with Radiographic 




  Shooting Sketches (RSS). Radiography and 




  acceptance criteria will be in accordance 




  with the contract. 

6. In performing this inspection, the QAR is requested to complete attachment (1) and include a copy with the RT film shipment to the Receipt Inspection Activity, in accordance with the contract DD 1423 Data Item, and a copy to NAVICP Code 8452.

Send to:
Commander, Naval Inventory Control Point




ATTN: Floyd Hardy, Code 8452



PO Box 2020



Mechanicsburg PA 17055-0788

Remarks







2



Enclosure (1)










   4855










   8452/098










   DATE 200X
Checklist for Radiography (RT) Film Package
NOTE: (1) This checklist is not intended to be a complete list of contract 


    or specification requirements and does not relieve DCMA of the 

    responsibility for ensuring contract RT requirements are met. It 

    does provide DCMA with an indication of problem areas found in 

    past RT film inspections.


(2) Place a checkmark in each block for each item after verifying that 

    the requirement has been met. If an item is not applicable, use 

    NA in place of the checkmark.

Contract:
N00104-0X-P-XXXX
  ITEM  

DESCRIPTION – Part 1


  (/NA         


(  1   ( Correct penetrameter size used

     (
 (
(  2   ( Correct penetrameter material used          (       (
(  3   ( Proper shim material used                   (       (
(  4   ( Correct source-to-film distance used        (       (
(  5   ( Film density on block image is not greater  (       ( 

(      ( than 15% of the density in area of interest (       (
(  6   ( Film density (single film viewing) is 1.5 to(       (
(      ( 4.0 in area to be examined                  (       (
(  7   ( Film density (double film viewing) is 2.0 to(       (
(      ( 4.0 in area to be examined                  (       (
(  8   ( Radiographs show complete coverage          (       (
(  9   ( Complete coverage of repaired area          (       (
(  10  ( Original radiographs of repaired areas      (       (
(      ( included with package (if applicable)       (       (
(  11  ( RSS specify wall thickness of item          (       (
(  12  ( RSS showing location, size, shape of        (       (
(      ( repaired area included with film package    (       (
(  13  ( RSS provided with RT film package           (       (
(  14  ( Film processing defects and artifacts have  (       (
(      ( been documented on the RT inspection report (       (
(  15  ( RT inspection report has: 1) DCMA stamp     (       (
(      ( 2) DCMA inspector RT certification No. and  (       (
(      (    date of qualification expiration         (       (
(      ( 3) DCMA inspector signature and date        (       (
Items 1-15, as applicable, completed satisfactory.

DCMA Signature 





 Date 



  ITEM  

DESCRIPTION – Part 2


  (/NA         


(  16  ( DD 250 provided with RT film package        (       (
(  17  ( DD 250 block 16 provides heat/lot code,     (       (
(      ( RT numbers, nomenclature                    (       (
Items 16-17 completed satisfactory.

DCMA Signature 





 Date 














Attachment (1)
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   8452/098










   DATE 200X
LI/SS QUALITY ASSURANCE LETTER OF INSTRUCTION

QALI ACKNOWLEDGEMENT

Contractor:
(NAME of SUPPLIER)(CAGE CODE)
Contract:

N00104-0X-P-XXXX
Item:

PRODUCT NOMENCLATURE - NSN XHDXXX-0X-XXX-XXXXXX
1. The QAR is requested to acknowledge receipt of this QALI by affixing signature and date below.

2. Exceptions to the requirements of this QALI should be noted below. Additionally, any other problems that could affect the QAR’s performance of this QALI should also be noted below.

3. Exceptions/Problems 
Signature ___________________

Date _____________

4. Return to:


Commander, Naval Inventory Control Point



ATTN: Floyd Hardy, Code 8452


PO Box 2020


Mechanicsburg PA 17055-0788











(SupplierRTQali20)










Enclosure (2)

�








