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Checklist for Radiography (RT) Film Package
NOTE: (1) This checklist is not intended to be a complete list of contract 


    or specification requirements and does not relieve DCMA of the 

    responsibility for ensuring contract RT requirements are met. It 

    does provide DCMA with an indication of problem areas found in 

    past RT film inspections.


(2) Place a checkmark in each block for each item after verifying that 

    the requirement has been met. If an item is not applicable, use 

    NA in place of the checkmark.

Contract:
N00104-0X-P-XXXX
  ITEM  

DESCRIPTION – Part 1


  (/NA         


(  1   ( Correct penetrameter size used

     (
 (
(  2   ( Correct penetrameter material used          (       (
(  3   ( Proper shim material used                   (       (
(  4   ( Correct source-to-film distance used        (       (
(  5   ( Film density on block image is not greater  (       ( 

(      ( than 15% of the density in area of interest (       (
(  6   ( Film density (single film viewing) is 1.5 to(       (
(      ( 4.0 in area to be examined                  (       (
(  7   ( Film density (double film viewing) is 2.0 to(       (
(      ( 4.0 in area to be examined                  (       (
(  8   ( Radiographs show complete coverage          (       (
(  9   ( Complete coverage of repaired area          (       (
(  10  ( Original radiographs of repaired areas      (       (
(      ( included with package (if applicable)       (       (
(  11  ( RSS specify wall thickness of item          (       (
(  12  ( RSS showing location, size, shape of        (       (
(      ( repaired area included with film package    (       (
(  13  ( RSS provided with RT film package           (       (
(  14  ( Film processing defects and artifacts have  (       (
(      ( been documented on the RT inspection report (       (
(  15  ( RT inspection report has: 1) DCMA stamp     (       (
(      ( 2) DCMA inspector RT certification No. and  (       (
(      (    date of qualification expiration         (       (
(      ( 3) DCMA inspector signature and date        (       (
Items 1-15, as applicable, completed satisfactory.

DCMA Signature 





 Date 



  ITEM  

DESCRIPTION – Part 2


  (/NA         


(  16  ( DD 250 provided with RT film package        (       (
(  17  ( DD 250 block 16 provides heat/lot code,     (       (
(      ( RT numbers, nomenclature                    (       (
Items 16-17 completed satisfactory.

DCMA Signature 





 Date 
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